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ZHEHAL Applicant: FNF LB R £ AT PR 24 F Suzhou Clean Adhesive Material Co.,Ltd
ZHC P ALIRALRE 5015 B R The following sample(s) was/were submitted and identified on behalf of the client as:
¥ & 4 %% Sample Name: RBLIE & HE BT Polyimide silicone adhesive tape

F & kUi Sample Source: i%#f Send Sample

P 5B H A Sample Received Date: 2020-07-09

FFE &5 F 31 Test Period: : 2020-07-09~2020-07-17

A Test Methods: (1) IEC 62321-5 Edition 1.0:2013 (K177, ISR %00 I 52 4 1 55 £

IEC 62321-5 Edition 1.0:2013 method, Lead Analysis is performed by AAS
(2) IEC 62321-5 Edition 1.0:2013 1773, Fi R WU e 1 {0 ) s 4 ity 4 B
IEC 62321-5 Edition 1.0:2013 method, Cadmium Analysis is performed by AAS
(3) IEC 62321-4:2013+AMD1:2017 CSV (1177 i%, Fi /B & %5 56 T A S e ik OO s R 11 5 it
IEC 62321-4:2013+AMD1:2017 CSVmethod, Mercury Analysis is performed by ICP-OES
(4) IEC 62321-7-2 Edition 1.0:2017 (#1771, FSESM=1T WA 66 RET 1l 5 75 1 i 1) 5
IEC62321-7-2 Edition 1.0:2017 method, Hexavalent Chromium analysis
is performed by UV-Vis
(5) IEC 62321-6 Edition 1.0:2015 (#1773, AR €% 5 106 Pl {500 5 4 J8LIBE 0
L UCARRY & A
IEC 62321-6 Edition 1.0:2015 method, PBBs and PBDEs Analysis is performed
hy GC-MS
(6) IEC 62321-8 Edition 1.0:2017 (757, FHA0AH (il R 185 B8 43S0 s 405 4 — YRG0 5 i
IEC 62321-8 Edition 1.0:2017 method, Phthalate analysis is performed by GC-MS

(7) EN 14582: 2016 (1777, Fi 3 (i 4 I s 9, S0, 96 Bk s &5 Bt
EN 14582:2016 method,F, CI, Br, | analysis is performed by IC

M55 R Test Result: ifi Z W~ UL Please refer to next page(s)
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WA 25 Test Result (47 Unit: mg/kg)

FEdi 4 5 1 % %% Sample No.&Name: T23400504

RBUEN% AL Polyimide silicone adhesive tape

M H Test Item I HH R MDL MHAES H Test Result RoHS [} - RoHS Limit
________________ ?f_}_l__ead (Pb) 1 A4& 11} Not Detected. 1000
# Cadmium (Cd) | 1o T e Gtk L o St
"""""""" e e R B R e S et s
_ /5fit#s Hexavalent Chromium () | 8 | #BiiNotDetected. | . fo ]
£ WA 2 fl Sum of PBBs — A 411} Not Detected. 1000
 BEEEBromobiphenyl | B kit Not Detected. | —
""""" DR Bieibbent | & . RRiNeiDaeces o
""""" RPOE Tiromobiptenst | B | S NetDelesied ] T T
""""" WK Tetrabromobiphenyl | 5 | kil NotDetectes, | T
"""" LS Pentabromobiphenyl | 5 | Arili NotDetested. | T
 NBUE Hexabromobiphenyl | 8. o A ATk | e
"""" GBURK Heptabromobiphenyl | 5 | Kl Not Detested, ] T
"""" JURBEK Octabromobiphenyl | 5 | il NotDetested, | T
LB Nonabromobiphenyl | 5 o et Diokabte. Lo el e
""""" HBURK Decabromobiphenyl | 5 | M NotDetested. | T
LW Rk 2 F Sum of PBDEs — A £t} Not Detected. 1000
""" —B_%M Bromodiphenylother | 5 | Akl NotDetegted, | T
””” %W Dibomodiphenyl ether | 5 | fkoili Not Deteeted, | T
""" M=% Tribromodiphenyl ether | & | Akt Not Detested, | T
U KEE Tetrabromodiphenyl ether | SRR e shesimanen i
+i# — % Decabromodiphenyl ether 5 | kMrfiNotDetected. | — 7
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M55 Test Result (147 Unit: mg/kg)

BOCCTLWT23400504 % % 1] Issued

Date: 2020-07-17 %% 3 i, 7

il Page 3 of 7

5 CAS 5 J7 746 R it gk 5 RoHS [ #
1| 338 I
MRH Test ltem CAS Number MDL Test Result RoHS Limit
e e kel
______ Seasman o L R R R v S e T
bH R TH (DBP) 84-74-2 30 i 1000
el s om e Sl R TN SR W NN eR e R S St ST R L e R e
A T R (BBP) 85-68-7 30 Ak 1000
FARESE TS s Sl 1L Dlat ] TR S bl Lo (HERIRRRs R RSN ek b0 Bheg 1S M e
Mk W5 TH (DIBP) 84-69-5 30 At 1000
x. Not Detected.
AL R Test Result (%44 Unit: mgrkg)
kT 5 FER R W &5 R
Test ltem MDL Test Result
AH
S R e S RIBE s e NotDetected.
= AAG
_________________ h i DT I D e R e
. AAE
_________________ e sl S e
A
i <D A Not Detected.

#iEt Note: (1) mg/kg = ppm
(2) “—"= KM Does not

(3) WARRVFHIRMSIA R

stipulate
oHS 2011/65/EU E 12145

4(EU)2015/863 Fff =% 11 (1%

The most allowable limit value reference to RoHS Directive 2011/65/EU & (EU)2015/863 Annex 11
(4) AkEii(< 774 iR )Not Detected (<<MDL)

FF- 54 5 FnfE )+ Sample No. & Photo:

Y
i
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{00 3% 5 B e ¥ £ 6 Pony authenticate the photo on original report only
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MR 4 Test Report NO.. BOCCTLWT23400504 %711l Issued Date: 2020-07-17 4 51, 37 Ji Page 4 of 7
Mk R Measurement Flow-chart

iR A i Tested by: il T Ni Xiaoning

##% A 01 Checked by: X/f# Liu Nan

57143 f1 4 A\ Person in charge of the lab: 5k ## 3% Zhang Yaogiang

PRI TR R e AWM ONITEsPRIM).

These Samples Were Dissolved Totally By Pre-conditioning Method According To Below Flow Chart.
(Cr®* Test Method Excluded)

fii4k B Sample Preparation

it Sample Measurement

.

H5 /%4 /7K Pb/Cd/Hg

v

s ot

1k 4 J& Nonmetallic material

4

4% Metallic

Acid digestion with material
icrowave/hotplate f v 3
AR A it/ KRS R
¢ Soluble pr:)i;'mer Insolub!elUnkann b A AEHL BO"]"Q
polymer water extraction
1L Filtration *
* ¥
| A A 7S BN 9 A0 P ¥
Adding digestion Adding digestion it e/l pH
A solution for ultrasonic solution and toluene Filtration and pH
i Solution #ifi Residue | 2 ] adjustment
e Do 11 A o ~160°C
IARERUR S, A8 m#hZE 150-160°C *
' : ! Heating to 150~160C
4 Adding the ; TR
o A 35 T ; o ) A B b AR
TG 4 I extracted solution for -y % — It 5 5 Addin
Dissolve totally ultrasonic, then A H, 43 Cooling, : ~l1v- ; g
extraction and separation - e
| ¥ diphenylcarbazide
for color
AAS/ICP-OES 1138/ pH Filtration | development
and pH adjustment l
A UV-Vis
Ui DATA
v
4% DATA
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S P Measurement Flow-chart

MR A G Tested by: MEER Ye Xiaoyu
#i4% A it Checked by: XIf Liu Nan
52544 1 51 A Person in charge of the lab: 5k# 3% Zhang Yaogiang
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/i 4k % Sample Preparation

y

Fifi Sample Measurement

Y

LURIE R/ % % Kk PBBS/PBDES

A 4

#7240 Sample solvent extraction

¥

He4s /i Bk Concentration/ Dilution

¥

7€ Filtration

GC-MS

E

¥l DATA

A 11 UL F%¥ 4 The page below is blank.
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AR TP AR RIS Phthalate Flow Chart
WA 01 Tested by: $i*E Guo Hua
#i#4% A\ 51 Checked by: !kl Liu Nan
S5 % fi o't A Person in charge of the lab: k4% 3% Zhang Yaogiang

Ji4t B Sample preparation

A

PR & Weighing samples

FE & A7 LI A4 L Extraction in organic solvent

Y

Hei/H R 20U Concentration / Dilution of extraction
solution

v

GC-MS 7-#lr GC/MS analysis

v

45 DATA
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%1 &<l A F2 P Halogen measurement flow-chart
AN A Tested by: #i41h Xu Gaowei
#i#% A fd Checked by: /¥ Liu Nan
9:5%% 51 57 A Person in charge of the lab: ##§3% Zhang Yaogiang

FE o il 7%
Sample preparation

A 4

Fr &

Weighing sample

y
MR Be I A b
Oxygen bomb method preparation

y
IC 437
IC analysis

A 4

B 4t 58
DATA

R 45 # T **End of Report***
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